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ARREDAMENTI COMPANY LIMITED Date: Sep 23, 2022
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ROOM 101, BUILDING 1, NO. 21 LIANHUAN
ROAD, DALINGSHAN TOWN, DONGGUAN CITY,
GUANGDONG PROVINCE

Attn: PINGPING ZHONG
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Sample Description: One (1) group of submitted sample said to be Grey leather material.
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Remark: If Any Conflicts Exist Between Chinese And English Versions, English Version Shall Prevail.
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Should you have any query on this report, you may contact at gzfootwear@intertek.com
st RS A SR, 1E Bk & (gzfootwear@intertek.com)
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Coating Adhesion (ISO 11644: 2009):
RJZ AL 55 (ISO 11644: 2009)

Applicant’s
Requirement
EoR
Along Across
NG| 0]
Dry: 18.0 N/10mm 15.5 N/10mm Min. 2 N/10mm
T 18.0 N/10mm 15.5 N/10mm /N 2N/10mm
Wet: 7.6 N/10mm 12.3 N/10mm Min. 2 N/10mm
TV 7.6 N/10mm 12.3 N/10mm /M. 2N/10mm
BF / vanellhuang #4u1, L5001
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Tests Conducted (As Requested By The Applicant)
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End of Report
EER

This report is made solely on the basis of your instructions andjyor information and materials supplied by you. It is not intended to be a
recommendation for any particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than
the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the terms and conditions governing
Intertek’s provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save
as provided for in those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any
liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, except in the event of our
gross negligence or wilful misconduct. No copy of the test report(except for full text copy) shall be made without the written approval by
Intertek.

IR R T HFN IR/ BTN ST 158 R RLTTF i, PR E PT35I R . KT AR, Intertek FX 577 LISMTIEIIA S
TR TN, Intertek XI5/ R AR T FIFNLE VLIRS HI 1T 250G WIEHE HI B[R T Fo Intertek PRI EFIFHBRATBFIT
FA T I W R & TE 1 REGEAE . Intertek fﬁ?)?ff BYIMECHI IR LA T H B AT KA IR G 25 IR 27 1 el (17 17
KR TN GIFENE R ZEHAR TN, BIFFRR R A Intertek /BB LA HIA I A TG K KM LRGN
R £ XRHRIo

#
ul
=
N\

/]

ul
=

BF / vanellhuang




		2022-09-23T13:51:01+0800
	Intertek - Guangzhou
	To verify the authenticity of this document please refer to www.intertek.com/esignatures




